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Seat No.

Enrolment No.:

Gujarat Technological University
Diploma Engineering C to D Bridge Course Examination

Subject Code: C325003
Subject Name: Advanced Building Material
Time: 10.30AM TO 12.00PM

Date: 7-06-2017

Total Marks: 70

Instructions:
1. Attempt all questions.
2, Make suitable assumption wherever necessary,
3. Each question is of 1 mark.
4, Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not allowed)
5. English version is authentic.
No. | Question Text and Option. Y& el [Aseul.
In which ingredient of a vamish are litharge and lead acetate used?
1. [A. | Resin B. | Drier
C. | Solvent D. | None of the above
clle{laotl sau uesHl clanet ua ds A{2e dua 82
| A 2Rt B. sl
C. | Aede D. | Guaniell As wol o1
Which type of varnish is the French polish?
2. [ A. | Oil varnish B. | Turpentine varnish
C. | Water varnish D. | Spirit varnish
FU WAal sal ust? ol ate{la &2
2. | A | A cella B. | elaigetale(lal
C. | ez aella AR cuellaL
White lead is a of lead
3. | A. | Chloride B. | Sulphide
C. | Hydroxide D. | Carbonate
e ds, ds ol 8
3. | A | scllass B. | ues1ss
C. | slaglsuss stollale
The tint of oxide of iron varies from
4. | A. | Black to greenish blue B. | Yellowish brown to black
C. | Reddish maroon to black D. | Bluish purple to violet
ULl oll AlsABS of Sz wloll Yol veca B
¥. | A | s ofls el lel-aesl B | lewal usdl wiGet &l stal
C. | etletal 1ot Al stal D. | aedl widet ol cuade
G I sheet roofing material is not used for
5. | A. | Industries B. | Factories
C. | Farm houses D. | Corporate offices
G1 2lle 308t 2 otell autdl
.
A | Galoll B. | st2uilell
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C | si slBRA D. | glae AGA
The full form of A.C. sheet in ceilings is
6. | A. | Asbestos cement B. | Air conditioning
C. | Alternating current D. | Acrylic cement
el aung A.C. 9l of 2y 23U W B
5. | A | Akl (e B. |92 sl
C. | lleesldlal 522 D. | aB@s e
What is used as a solvent in preparing oil varnishes?
7. [ A. | Wood naphtha B. | Spirit of wine
C. | Linseed oil D. | All of the above
AUBA alollal slotieatl Mede ddls g ayla 82
9. |A | 9gs eltsal B awget ofl 1lldle
C | ellalls 208 GURell il
Hardwood ceilings are created with
8. | A. | Strips of plywood B. | A and Cboth
C. | Strips of solid wood panels D. | Neither A and C
6l8qs el 2uouell wua B
¢ | A | wags ofl ¥lw Bl Aaud cwd
C. | A@s gs Uacx ofl Flwt Al ¢ uigl As ua «1E
Lithophone is a mixture of
9. | A. | Zinc sulphide and barytes B. | Zinc oxide and carbonate
C. | Tron oxide and barytes D. | Iron sulphide and carbonate
cllallslot wley Peur B
¢. | A | ofls ucsiss ua Ay B. | ofls allsauss ual siellale
C. | el 2suss ol ded Lol ACELBS B sllae
Glazed tiles are generally used in
10. | A. | Bedrooms B. | Halls
C. | Toilets D. | None of the above
2 %S 2lse Hlgl LIl AUHL L 8
0. | A | As B gl
C | dsdzu D. | GuaHiall As ul @
Acrylic sheet roofing is used because of its
11. | A. | Light weight B. | Heavy weight
C. | Expensive cost D. | Weak quality
AlBEs ole 2900t wuelt A aylel &
9. | A | gcg Aot B eudl aoset
C. el stud D. 1 atusl seueldl
By which method can Strip flooring be done?
12. | A. | Tongue and groove B. | Nailed to the sub-floor
C. | Neither AorB D. |Both Aand B
Ru scllol 58 ugldell awa 82
1. ;
A | 2ot el 9jal B | yot-sellaut wlleel widlal
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Co | AuualB As ueL o D. | Aud B wd
Which base changes colour when exposed to daylight?

13. | A. | Redlead B. | Zinc oxide
C. | Lithophone D. | White lead
s2l dlosoll SAR WlR Yeclldl ecuell secla 87

3. |A |35 As B. | ofls alsues
C. | dlalglet D. | cslse As

Linseed oil is extracted from
14. | A. | Flax seeds B. | Nuts
C. | Poppy seeds D. | Sesame seeds

cllls 208e il yivd e B

¥, | A | sda flsu B. |azu
C. |l flsu Do | Quu dllsu
Which of the following base possess intense opacity?

15. | A. | Titanium white B. | Zinc oxide
C. | Lithophone D. | Tung oil
oflAiell sa ARML olg atu AAAEL sla B2

. | A | esellan colse B. | ofls 20suss
C | lalglet D. | ol alsed
Mangalore tiles are used for

16. | A. | Flooring B. | Wall cladding
C. | Roofing D. | Wall panelling
Hoell? 2LBGRL ML aylal &

5. [ A | sclldla B. | Qe saslt
C. | 34l D. | Qe Qaellal
Terracotta is an example of

17. | A. | Ferrous metal B. | Stoneware product
C. | Non-ferrous metal D. | Earthenware product
2Aslel well elwcl B

9.9, A. ‘Séa ﬂacﬂ B. Stoneware prOduCt
C. ﬂd-%é%{ NecH D. | Earthenware product
Aluminium, copper, zinc and lead are examples of

18. | A. | Ferrous metals B. [ Clay products
C. | Non-ferrous metals D. | Cement products
Aecyloflany, slur, ofls wel As lsll ELUEL B

1. | A | R ey B. | 5@ Wlsse
C. | ollot-35u Recy D. | iz Ysszu
The main component of Ferrous metals is

19. | A. | Copper B. | Carbon
C. | Gold D. | Iron
%2 lqlley Yual Ueld wL B

.
A gluR B. | siofet
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C. | g D. | el
False ceilings reduce the

20. | A. | Areaof aroom B. | Length of 2a room
C. | Volume of a room D. | Width of a room
sledl flellonell L u2 &

0. | A | 3uell dldso B. 1 3uell cluous
C ] 3u ol dleyn D 2uell walss
Perforated gypsum plaster board ceilings are not used in

21. | A. | Showrooms B. | Hospitals
C. | Auditoriums D. | Multiplexes
Bacty Evan wwe: old el vt ol ayidl

M. | A | el B dlallecy
C. | a3l D. | yedha@a
The full form of POP is

22. | A. | Plaster of Paris B. | Plaster of Portland
C. | Neither A,BorD D. | Plaster of Persia
YAl ol 240l ysiz 21 8
A e s WA B warer Ay Weds

2. _

C. | A, Buacl D Higll As ual wllre? g wellaw
o3
Which of these is not a cause for failure of paints?

23. | A. | Suitable surfaces B. | Bad workmanship
C. | Moisture D. | Salts and alkalis
ollAuiell 53 AzUui Flrsniclle] staL otell?

23, AUois UzAA By st
Colaer Do vz aiel auR
Which pigment is used to prepare blue colour in paints?

24. | A. | Zinc chrome B. | Raw umber
C. | Indigo D. | Graphite
Yeuul clesl 201 olotteall 12 53y lote dylal §2

2. | A | ofls sln B. |3l anR
C. | 83lal D. | Jsise
The substances that accelerate the process of drying are called

25. | A. | Vehicles B. | Solvents
C. | Driers D. | Bases
% Ueld yYsieao(l slasl Bsuwad & da i deaua &

U, [ A | Adlseu B | dledau
C. | el D. | @aflu
Which of the following is not an alloy of aluminium?

26. | A. | Aldural B. | Y-alloy
C. | Brass D. | Duralumin

5. | o{lAuiadl 53 AP o A2 «tel?
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A | ullesyRa B. | ata-dldla
Co | o D. | g3ey{lat
Which of the following is not a market form of Aluminium?
27. | A. | Coil based B. | Foil based
C. | Sheet based D. | Casting based
o{lAuiell 53 ARPLan ol uFe ol ysi: o2
0. | A | slset Ans B. | glse das
C. | olle Ans D. | g12dlol Axs
Earthenware, stoneware, terracotta and porcelain are examples of
28. | A. | Wall finishes B. | Ferrous metals
C. | Types of false ceilings D. | Clay products
ot d?, wlotd?, 22slel el WA Aot Lol elulell 8
2C. et $lellalln B. | 3%y Aecu
C | slen A8l oll ysi2 D. | 5@ ot ueld
The standard size of gypsum plaster board sheet is
29. [A. | 100 mm X 100 mm B. | 550 mm X 550 mm
C. | 1000 mm X 1000 mm D. | 600 mm X 600 mm
@i wetize? olld 9lle ol wHlls s wL B
R€. [A. [100 mm X 100 mm B. [ 550 mm X 550 mm
C. | 1000 mm X 1000 mm D. | 600 mm X 600 mm
The sizes of A.C. sheet is usually
30, |A. | 4feet X2 feet B. | A and C both
C. | 4feet X 4 feet D. | Neither Aand C
Aot AC. 2le oll i 2 B
Which type of flooring is strip flooring or block flooring?
31. | A. | Tiled flooring B. | Stone flooring
C. | Ceramic flooring D. | Wood flooring
Ru sclloL wael oclls sl § ysiR of sclllol 82
39. | A |awes selldlol B. | 2let scldlol
C. | fla®s seldlol D. | ausst of seldlol
False ceilings provide sound insulation; false ceiling hide ugly trusses
32 A. | Part one is false and part twois | B. | Part one is true and part two is false
) true
C. | Both parts are false D. | Both parts are true
sl Al ellol uaere] BYA2et AU B; slet Alclat atel 2ol Acld B
A | Qe euol w2l wal oflos B. | Qecll ol w2l ua oflosd euot
32.
UL ALRUL uilel
C. | a ewol Wt D. | o ol daul
How much time does Emulsion paint take to dry when applied on a surface?
33. |A. [25t03hrs B. | 1.5t02hss
C. [0.5¢t0 lhr D. |3.5t04hss
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518 AFU UR GOUSAUL olle BU Aol UB2 ol YSlcl Secll UM cldl & 2
33. | A | 2w ol 3 sceus B. 1 qy ol 2 seas
C. |ouw ol 1 seeus D. 13y ol ¥ seas
Which pigment does Anti-corrosive paint contain?
34. | A. | Chromium oxide B. | Red lead
C. | Zinc chrome D. | All of the above
Wl-slRlllct Use i 53 Yotz Sla &2
3%. | A | sllad Aswss B. | ele ds
C. | oAls slu D. | Gu? aust ot
What tint of colour is prepared from the pigment Carmine?
35. | A. | Red B. | Blue
C. | Brown D. | Green
stlset Wlotde &l sau setrell e ol &2
3. | A | ad B. | aedl
C. | aGet D. |l
Which of the following statements is true?
A. | Only murals of outdoor scenes B. | Wallpapers are difficult to maintain
36. can be printed on wallpapers
C. | Wallpapers can be applied by D. | One roll of wallpaper covers 90 square
glue or paste feet
ol uigll 53 cust WY B?
A | QeQudHl §5d olslRell B | QeaQuia mneg g wuz 8
36. gelloll 1206 WS A5
C. | QeQual opoeR wacl Weell | D |As Aedlustl Aet ¢o A §le
cousl asla 8 52 531 A3 B
Which material is not used for false ceiling?
37. | A. | Thermocole sheet B. [ Glass
C. | Plain A.C. sheet D. | Mangalore tiles
565 AHM vlel 9t 12 otell audl?
30. | A | a8l olle B. | gu
C kA e D. | NolclR alset
For holding the ingredients of the paint in liquid suspension we use
38. | A. | Base B. | Vehicle
C. | Solvent D. | Drier
Uto2 oll U2 Slol Yclldl Axlotlol HL utell HLZ HLUSL 2L U B.
3¢. |A | A B. | cget
C | detdee D. sl
Which one of the following makes cast iron brittle?
35, |A. |Tron B. | Pigiron
C. | Manganese D. | Sulphur
3¢. | RAUHLEL slat 5132 wela 6lRS ololld B?
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A | dluls B. | QoL utatel
C. | A3l D. | ues?
Which of the following is not a type of hard flooring?
40. | A. | Carpet B. | Stone
C. | Wood D. | Tiles
ol AottHtell s2ll 618 sellEal oll ust? o1,
¥0. | A | suile B. | yey?
C. | euss D. | alsc
For providing extra security to main door we use
41. | A. | Normal tower bolt B. | Latches
C. | Concealed tower bolt D. | All of them
Yual gallatal atllue(l e Y3 usal 12 auud auell Guallal s A,
¥, | A | e 2LaR ollee B. |sdl
C. | apid ela? ollee D | Quetl oLt
This is an ingredient of an oil borne paint
42. | A. | Drier B. | Chemical
C. | Soluble D. | None of them
B olloel UBo2ell L AS wes .
¥R. LR B. | 3Rsa
C | ac D. | Qw818 o1
In which type of steel carbon content is very low?
43, | A, | Mild steel B. | Dead steel
C. | Medium carbon steel D. | High carbon steel
sl YSIR oll WAL stelot of YHLEL UeRic ol Y B2
¥3. | A | wwes ¥la B. 1 3s ¥l
C. | nean siofo ¥la D. | &8 stolet ¥let
The most commonly used tiles for flooring are
44. | A. | Viwrified tiles B. | PVCiiles
C. | Cork tiles D. | Rubber tiles
Aol UBl scllol AWl au? audl eisc wL B.
¥¥. | A | ll@lass ausen B leflll e
C. | 95 aise D. w2 et
Which is not a element of suspended ceiling?
45. | A. | Primary member B. | Secondary member
C. | G.I sheets D. | Ceiling tiles
s2ll YloS 9cloll el o1&l?
YW, | A | wa@s e B. | yiea®s woa
C @ wus. olau Bctoll 2LBct
In paint solvent is used for
46, | A. | Deep penetration B. | Glossy face
C. | Good appearance D. | Smoothness
¥5. | USod HL alels Bloll HI2 UL B.
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A1 Qg Gedrall B uas awl
Co R tula D. 1 elly
For making silicate paint, ground silica has to be mixed with
47. | A. | Resinous substance B. | Linseed oil
C. | Turpentine D. | Redlead
R32 Usoe ololtalell HI2 dlGas RESL ol ute{l A (L3l st 2 B.
¥9. | A | lsg uetsd B. | uadle] det
C. | taer D. | et ells
Clay is a product of chemical weathering of
48. | A. | Metamorphic rocks B. | Sedimentary rocks
C. | Igneous rocks D. | None of the above
sa sloll Aaells ulsau of Wlsse 8.
¥e. | A | Ral(Es Asw B. | oqsel A5
C. | wBagd Asu D. | Guaniell As uel o1
What is the defect in painting caused by water vapour trapped behind the painted
surface?
4. A [ Flashing B. | Blistering
C. | Wrinkling D. | Bloom
yell ofl a2t 5ol wutdl ofl wiess oruL ucell sl dudl w2 s¢ vl aa 82
¥e. | A | sdellal B. | aRoL
C. | Es@al D. | ogqu
Which paint is easy to visible in darkness?
50. | A. | Anticorrosive paint B. | Aluminium paint
C. | Emulsion paint D. | Graphite paint
sl WiSo2 BLBULRAHL UBL 2ultd o3 B2
wo. |4 | sieul@Aus Usee B. | AxiRRan A
C | sueae A2 st Uthe
The flaking happens due to
51. | A. | Fading of colour by exposure B. | Surface preparation
C. | Poor adhesion D. | Cleaning of surface after painting
sA(SoL el 5120 AU B
uq. | A | Asullnel 00wl ydl B. | awdl ol daudl
C. | sty Actoetell D. | Qg@ot ugdl awél ol usles
Which type of ceiling allows maximum light penetration?
52. | A. | PVC sheet B. | Glassroof tile
C. | Fibre glass D. | thermocole sheet
sl Yslell 9cdHl Mot B adall usial vieR wd 87
. [A Ll @e B. | slusll ¢9ctofl 28t
C. | sisuR s D. | guilflct olle
Stucco plaster is used for
53. | A. | External surfaces only B. | Both external and internal surfaces
C. | Internal surfaces only D. | Only over wooden surfaces
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W51 L2 WML duRl .
w3, [ A | vl elelRetl elolH B. | wiell wststt ewolil
C. | vuedl wotRell oA D. | wiell o el euollml
Which of the following statements is false?
A. | Terrazzo provides a seamless B. | Terrazzo contains various types of
54. surface aggregates
C. | Terrazzo is used only for D. | Terrazzo gives design flexibility
residences
o(lA uigll 53 cust Wlg B
A | 2108l As Aletyscd wFU B. | 22laal vl @A ysiR ot Al
wy. AU D slaL B
C. | 22loAl g5l ustoll 1l auatt | P | 22000lell Slostgsotatl et HA D
8
Oldest material used as roofing material is
55. | A. | G.L sheet B. | Mangalore tiles
C. | Acrylic sheet D. | PVC sheet
3(301 H2RUEAHL AU Yo H2RUA w1 B.
wu, | A (e, olle B. | Qo et
C. | a3@s olle D. [l =lle
Which is the cheapest available material for false ceiling?
56. | A. | PVC B. | Glass
C. | Thermocole sheet D. | Wood
vllel et Hi2 Al Guaod wHl sa B9
us. [ A [ dlll B. | sy
C. | auilsle glle D. | euss
Which type of varnish is used on maps and pictures?
57. | A. | Turpentine varnish B. | Oil varnish
C. | Water varnish D. | Spirit varnish
ot5 2l el oAl UR sl ysie] alllel alurla 87
wa. | A | taer albla B. | ulsel allal
Co | well alla D. | adlRe culelal
Form which type of trees is turpentine obtained?
58. | A. | Mango tree B. | Banyan tree
C. | Pine tree D. | Firtree
2Uel8et sal YsiRell gt Hiell yluet gl 82
ue. |4 | uiodell 9ot B. | ase qal
C. | weet ga D. 1 52 qa
Which is the characteristic of ideal paint?
59. | A. | Good spreading power B. | Fairly cheap
C. | Economical D. | All of them
ue. | e UBoze{l (Qaldl 58 8.
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ALl yeas a6 B. | Asen g
C. |28 w3 D. | Qauett oLt
Melting point of wrought iron is

60. |A. [1200°C B. |[3000°C
C. [2000°C D. | 1500°C
UScl? Aluls of olctet (g g B.

s0. | A | 1200°3 3000°d
C. | 2000°2 Lu00° A
Turpentine oil is used in paints as

61. | A. | Thinner B Vehicle
C. | Drier D. | Base
BAELR A oll UBozHL g Guallol i B,

sa. [A | udy sal B. | cget
C. | slaR D. | ax
The thickness of cement mortar plaster is about

62. |A. | 10-15mm B. |[20-25 mm
C. | 55-60 mm D. | 35-40 mm
e Hlelz weuuezell ansts wett wel sla .

s. | A | q0-qu HlHl B. | 20-2u {1
C. uu-so I+l D. | 3y-yo {ll
Carpet flooring is used in

63. | A. | Hotels B. | Factories
C. | Malls D. | Industries
stz scllol 2l auRABa B.

s3. | A |8led B. | ¥sedl
Co | ey D. | gos3dln
Which of the following is not used as a flooring material?

64. | A. | Marble B. | Granite
C. | Chalk D. | Sand stone
o{lAHLl 53 sclllol HAlIlUA 3lF atell aurnd?

g¥. | A | mdde B. | Jouse
C. | s D. | s 22et
Standard size of mangalore tiles as roofing material is

65. | A. [300—400 mm B. [500—600 mm
C. | 600 — 800 mm D. | 200 - 300 mm
(5oL 1H2RUA A5 duRdl WoelR 2lscio] wlos§ HIU g B.

su. | A | 300-¥00 Hl.Hl. B. | yoo-s00 {l.H{l.
C. | s00-coo L.l D. | 200-300 {l.H{l.
Fibre board are used in ceiling because
A. | High insulation against sound B. | Reflect light

66. and fire
C. | Water proof D. | Corrosion free
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sLB0LR oll§ oll WLE] &9l 112 GuRlloL a2l & SR8l
A | el 2wl oL WA G2y B. | ysia yQA@@d
5S.
B3 2ot
C. | wellal y[ARlus D. | sie coteus(l yBael ysd
Which tint of colour is prepared from use of chrome green?
67. | A. | Green B. | Blue
C. | Red D. | Brown
511 9flot ot Grallotell setRell sall ds 1S B.
so. | A |dldl B. log
C leud D. | oGet
The commonly used base for paints is
68. | A. | Nutoil B. | Copper sulphate
C. | Tung oil D. | White lead
Utozd Ml AlHLeL A Guallopil Actedl AL L B.
s¢. | A | wuRle de B. | glu: ucke
C. | dotdat D u¥e @s
The word “Terracotta’ means
69. | A. |13 cots B. | Baked earth
C. | Baked fibre D. | Cooled earth
e:dsler aoe oll HAdol 2 B
se. | A |43 ueoL B | el widl
C. | Ay siselR D. | sidl wdl
Cast iron is prepared from melting of which metal?
70. [ A, | Mild steel B. | Pigiron
C. | Wrought iron D. | Steel
g2l Ul ol 2oUslel 5122 iAol dal? scHL W §2
0. | A | wses ¥la B. | oL el
C. | usd? duis D. | ¥l

o o ok oK oK ok ok oK sk skekok R
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