Seat No.: Enrolment No.

GUJARAT TECHNOLOGICAL UNIVERSITY
DIPLOMA ENGINEERING — SEMESTER - V » EXAMINATION — SUMMER 2016

Subject Code: 352903 Date:16/05/2016
Subject Name: Advance Texturising & Twisting
Time: 02:30 PM TO 05:00 PM Total Marks: 70

Instructions:
1. Attempt all questions.
2. Make suitable assumptions wherever necessary.
3. Figures to the right indicate full marks.
4. Each question carry equal marks (14 marks)

Q.1 (@) Explain the principle of false twist texturising with neat sketch.
ysl. A Sl ecllee 2egRsDol ol Rtuid ety sl 131 AxesdAl.

(b) Explain the objectives of texturising process. Mention the advantages of
textured yarn.

ol 282AB(Fol VAU ol dqull AUl 2823y$ 2lol oll slauEl g2l

Q.2 (@) Explain in detail draw texturising process.
ysl. A Sl 2egreior WA ([Qoatdar yMestal.

(b) Give details of various parts of false twist texturising machine.

o Sled edlle 2egAB(3Bol Hellet ol ogel el ol ofl Qg el

UL

OR
(b) Explain with neat sketch working principle of TFO.

ol TFO ol stal Ruuict wusld W wHesal.

Q.3 (@) Explain in detail the production method of high stretch yarn by false twist
texturising.

ysl. A Sl eclve 2egAs(Pol il &le AU Alel ol alletiae (QotdalR

3 TRILEN
(b) Explain any one air jet nozzle with neat sketch.
ol 58 URL ASs AR B2 AlBE w9 Als(Ad A AHtAl.

OR
Q.3 (@) Explain with neat sketch production process of modified stretch yarn.
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Explain air jet texturising machine with neat sketch.
AR B2 2a2ABDBoL e sl UA A

List the factors affecting F.T.T yarn properties. Explain the 4Ts affecting
F.T.T yarn properties.

slet ecllre 282y$ alolal AR sl USleol wRual. Sl ecllre

2e2y$ alol ol AU $cll 4Ts UM

OR
Explain various twisting units (spindles) used in texturising machine with neat
sketch.

2egRAsoL Hallot 1L GuAL HL Aalll el el 2cllElol yolleu
RUlosct) a9 as(d €131 UHostal.

Explain testing of crimp permanency and crimp contraction of textured yarn.

2eey$ alol HL (53U Uelll Aal (31U slaLslet of 23101 AHstAll.

Explain stuffer box texturising with neat sketch.
w252 ollal 28gRABMIAL ey WslA AA UM

OR
Explain denier testing of textured yarn.

2eey$ alol 1l do{laR 2ot AMestAl.

Explain edge crimping with neat sketch.
Aoy (50001 29 ws(d WA AUl
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