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GUJARAT TECHNOLOGICAL UNIVERSITY
DIPLOMA ENGINEERING —- SEMESTER — 5 « EXAMINATION — WINTER - 2017
Subject Code: 3355205 Date: 14-11-2017
Subject Name: Quality Control
Time: 10:30 am to 01:00 pm Total Marks: 70

Instructions:

Attempt all questions.

Make suitable assumptions wherever necessary,
Figures to the right indicate full marks.

Each question carry equal marks (14 marks)
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Q.1 | (a) | What is quality contrel explain in brief, 07
YA 4 | | oetart eioig e 92 @i i unendl. 08
(b} | List out different testing methods used in ceramic industry. 07
ol | AMs Galodl QY udlawy valdalet atg) e 039
Q.2 | (a) | Explain density measurement technique for tiles. W7
Yé. 2 | ¥ AL HI2 totcdl Hiudtell ugld yueadl, 09
(b | Write short note on Firing shrinkage. 07
o | 520l dBlaust U &5 ok vl ' 09
OR :
(b) | Explain theory of sampling for test specimen. 47
ol | udlewl otyell M2 ottt Rl wnal 09
Q.3 | (a) ! Explain the method of determining moisture content of ceramic raw materials. | 07
ya 3 | | RaRs sall el we dos otsél sraiell usld wxendl. 09
(b) | Explain the method of determining water of plasticity of clay materials. ; 07
ol | HIZl M2 dle? 2ls R oisdl seatsll ugld umondl. 09
oR T
0.3 | (a) | Explain dry sieve analysis method to determine particle size. 1?7
YA.3 | A | 5Qef 5E otsfl s W2 ol Al Ae@dld ugld yuendl . 03
(b) | Write down cause and remedies of crazing. 0T
o | 3(Boiett 51200 wa GuEl chl. 09
Q.4 | (&) | Explain porosity test for refractory bricks. 07
Y ¥ | u | Resedl Faoll Bargett utew ugld uummal 09
(b) | Define Viscosity, Green strength and Rate of casting. a7 _
oL | Ratatell, oflot clistel wa 51REIL €2 cavalfld 53, 09
‘ OR .
Q.4 | (a) | What s fluidity? How it affect the casting slip properties. L7
s ¥ | U Yl g B7 sI@ot fRAu el el A waz 52 8. | oo
(b} | Explain method to determine electromagnetic strength of insulator. 7

W | BASPAMBRS Wlssoll ctsid olsfl s2citell usl el L 09



Q.5 | (a) | Explain the properties of a good finished ceramic product. 07

Y| W | AR RS Geweatst opatendl dHeadl 09
(b} | Explain the importance of computer application in guality control. 07

o | opateel (RRiAg W2 5122 ARRAYeloto Heeed UMM A, 03
OR

Q.5 {a) | Write down cause and remedies of glaze defects, 67

YR U B | A3H Geateldl witflell 51260 wal Guiad cul, 09
(b) | Write short note on shrinkage. 07

ol | ASlAst UR g8 ollel cull, 09
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